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[571 ABSTRACT 

The invention comprises a method of forming a multi- 
element, thin hot film sensor on a polyimide film. The sensor 
is formed by first cleaning one surface of the polyimide. 
Then, under a continuous vacuum, the surface is simulta- 
neously cleaned by ion bombardment while nickel is depos- 
ited by evaporation. The ion beam cleaning is discontinued 
and copper is then deposited to an initial thickness by 
evaporation without a break in the vacuum. The vacuum is 
then removed and a final thickness of copper is deposited by 
plating. Sensor patterns are then defined in the nickel and 
copper layers using conventional photolithography and etch- 
ing techniques. 

7 Claims, 2 Drawing Sheets 
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METHOD OF FORMING MULTI-ELEMENT 
THIN HOT FILM SENSORS ON POLYIMIDE 

FILM 

ORIGIN OF THE INVENTION 

The invention described herein was made by an employee 
of the United States Government and may be manufactured 
and used by or for the Government for governmental pur- 
poses without the payment of any royalties thereon or 
therefor. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The present invention relates generally to the formation of 

a metal onto a polyimide film and more particularly to the 
formation of multi-element, thin, hot film sensors on a 
polyimide film. 

2. Description of the Related Art 
The formation of a metal onto a polyimide film has 

important applications in the formation of multi-element, 
thin, hot film sensors. Sensors of this type are used to 
investigate boundary layer behavior on an airfoil surface, in 
order to design airfoils having higher lift and lower drag. For 
example, U.S. Pat. No. 4,848,153 to Stack et al., discloses 
the use of a multi-element sensor located on an airfoil to 
simultaneously detect laminar flow separation and reattach- 
ment by sensing the phase reversal in specific regions. 
Measurements of boundary layers typically have been made 
using pressure tube and hot-wire probes, both of which 
intrude into the boundary-layer flow and exhibit relatively 
poor resolution. 

Existing methods of thin-film metallization of polyimides 
or other polymer films include: vapor deposition, sputter 
deposition and adhesive bonding sheets of metal foil. How- 
ever, current practice using these techniques generally 
results in poor adhesion between subsequently applied metal 
layers. In contrast, the present invention results in thin 
sensors with excellent adhesion between metal layers. 

In the present invention, each sensor element is formed by 
simultaneously bombarding a non-conductive polyimide 
layer with an ion beam while electron beam evaporating a 
layer of nickel onto the polyimide surface. Copper-coated 
nickel film electrical leads are then connected to each sensor 
element. 

SUMMARY OF THE INVENTION 

It is accordingly an object of the present invention to form 
metal elements on a polyimide film. 

It is another object of the present invention to form hot 
film sensors on a polyimide film. 

It is a further object of the present invention to fabricate 
a multi-element, thin, hot film sensor on a polyimide film 
with sufficient density to improve resolution. 

The above and numerous other objects are achieved by a 
method of the invention which generally includes the steps 
of: cleaning the polyimide film surface, drying the film, ion 
beam cleaning the polyimide film in a vacuum while simul- 
taneously evaporating nickel onto the polyimide, maintain- 
ing the vacuum while evaporating a thickness of copper over 
the nickel deposit, plating an additional thickness of copper 
on the previously evaporated thickness of copper, and defin- 
ing a sensor pattern in the copper and nickel layers using 
standard photolithography and wet chemical etching. 

2 
BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a an exploded, cross-sectional view of a pre- 
ferred thin hot film sensor on polyimide film in accordance 
with this invention. 

FIG. 2 is a top view of a preferred thin hot film sensor 
illustrating a sensor pattern on polyimide film. 

DESCRIPTION OF THE PREFERRED 
10 EMBODIMENTS 

FIG. 1 illustrates a typical multi-element thin hot film 
sensor 10 according to the present invention comprising a 
polyimide film substrate 20, a layer of nickel 30 and a layer 

15 of copper comprising an initial thickness of copper 42 
deposited by evaporation and an additional thickness of 
copper 44 deposited by electroplating. The size of the 
polyimide film 20 may vary, but for a typical sixty-element 
array, the film may be approximately twelve inches wide, 

2o fifteen inches long and 0.002 in. thick. To prepare a sensor, 
one surface of the polyimide film 25 was cleaned ultrasoni- 
cally for five minutes in a hot solution (i.e., at least 180" F.) 
of deionized water and biodegradable detergent, followed by 
a rinse in running room temperature deionized water. The 

25 film 20 was again ultrasonically cleaned in hot (i.e., at least 
180" F.) deionized water for three to five minutes, once again 
rinsed in room temperature deionized water, and blown dry 
with dry nitrogen. The film 20 was then placed in an oven 
at approximately 350" F. for 30 minutes to drive out 

The film 20 was placed in a vacuum chamber equipped 
with a multi-crucible electron source, and an ion beam gun 
for ion beam cleaning. The chamber was evacuated to a 
pressure of approximately 2 to 3 ~ 1 0 ~  Torr. Argon ion 

35 cleaning of the polyimide film surface 25 was initiated with 
a beam energy of 300 to 500 electron volts and a beam 
current of 5 to 20 milliamperes per square centimeter. This 
atomic cleaning of the film surface 25 permits improved 
adhesion of the subsequently deposited nickel layer 30. 

40 While ion beam cleaning continued, high punty nickel (Le., 
at least 99.5%) was evaporated onto the film substrate 25 by 
electron beam bombardment at a rate of approximately 2 to 
3 angstroms per second until a nickel coating thickness 30 
of approximately 200 angstroms was obtained. At this point 

45 ion bombardment was discontinued and argon gas flow to 
the ion gun was stopped; but the nickel evaporation was 
continued until the nickel layer 30 was the desired thickness, 
in this case 2500 angstroms. Ion bombardment of the nickel 
layer 30 as it was deposited had the benefit of reducing stress 

50 and resistance in the deposited layer. In a variation on this 
step in the procedure, the ion bombardment may continue 
throughout deposition of the entire thickness of the nickel 
layer 30. Thickness of the nickel layer 30 may be varied and 
depends on the desired electrical resistance and geometry of 

55 the sensor 10. Although electron beam evaporation is dis- 
closed in this example, any vapor deposition or sputtering 
technique may be used that will enable deposition of very 
thin metal layers. 

After the nickel deposition, and without breaking vacuum, 
60 a copper layer was formed on the nickel layer 30 wherein an 

initial thickness of high purity copper 42 (i.e., at least 
99.5%), was deposited by evaporation to a thickness of 
approximately 1000 angstroms over the nickel deposit 30. 
This initial thickness of copper 42 was a seed layer for 

65 further copper electroplating. It was necessary to deposit the 
copper over the nickel without breaking vacuum, otherwise 
a thin layer of nickel oxide would grow over the very high 

3o absorbed water. 
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purity nickel preventing other materials from adhering prop- 
erly to the nickel surface. 

An additional thickness of copper 44 was plated on the 
copper thickness 42 that was previously deposited by elec- 
tron beam evaporation. This additional copper thickness is 5 
necessary to reduce the electrical resistance of the electrical 
leads 48, as illustrated in FIG. 2. Conventional copper- 
sulfate copper plating processes, such as that used for 
printed circuit board manufacturing, were used to plate 
additional copper 44 onto the initial thickness of copper 42 10 
previously deposited by evaporation. A slight process modi- 
fication was necessary to get successful bright copper on the 
polyimide substrate 20. The initial plating current density 
was kept very low (e.g., 5 amperes per square foot) until the 
sheet resistance was reduced sufficiently to prevent cold 15 
plating or nickel peeling; the remaining plating was done at 
approximately 10 amperes per square foot. Although the 
copper thickness 44 fabricated in this example had thick- 
nesses of approximately 2 to 5 micrometers, the thickness 
may vary and is dependant upon the application for which 2o 
the sensor is used. 

Conventional photolithography and wet chemical etching 
was utilized to define a sensor pattern comprising sensor 
elements 28 and electrical leads 48, as illustrated in FIG. 2. 
Photoresist was applied to the metallized film by either 25 
dipping or spinning and then prebaked at 90" C. for 30 
minutes in an air circulating or convection oven. A contact 
exposure was made in the photoresist using an ultraviolet 
source, and the resist was developed. 

Metal etching was Performed by using an etchant con- 
taining 60% deionized water, 30% concentrated sulfuric acid 
and 10% hydrogen peroxide (30 to 38% concentration) to 

48. 
final etch using 5 grams of ammonium persulfate to 100 cc. 
of deionized water and 5% by volume hydrogen peroxide 
(30% concentration), was used to remove the copper from 
the nickel sensing element 28. Other etchants may be used 
for etching, but these etchants are inexpensive to prepare and 4o 
yield good line definition. 

Many modifications, improvements and substitutions will 
be apparent to those skilled in the art without departing from 
the spirit and scope of the present invention as described in 

What is claimed is: 
1. A method of forming a multi-element thin hot film 

sensor on a polyimide film substrate comprising the steps of: 
cleaning a surface of the polyimide substrate; 
forming a first layer Of by evaporation On the 

cleaned polyimide surface and simultaneously bom- 
barding the surface with an ion beam, wherein the 
simultaneous ion beam bombardment and nickel depo- 
sition are performed under a vacuum; 

forming a second layer, wherein the second layer is 
further comprised of an initial layer of copper deposited 
by evaporation in a vacuum on the first layer of nickel, 
and a remaining thickness Of copper formed by 
troplating, wherein the vacuum is continuous through- 
out deposition of both the nickel layer and the initial 
copper layer; 

defining a sensor pattern in the copper and nickel layers. 
2. The method of claim 1 wherein the cleaning of the 

polyimide substrate is done ultrasonically. 
3. The method of claim 2 wherein the cleaned polyimide 

substrate is dried in an oven to remove absorbed water prior 
to deposition of the nickel layer. 

4. The method of claim 1 wherein the ion bombardment 
is carried out in argon gas. 

5, The method of claim 1 wherein the electroplating is 
density ofup to 5 amperes per 

30 square foot until the resistance of the copper layer is reduced 
sufficiently to prevent cold plating and nickel peeling; and 
the current density for the remainder of the electroplating is 
approximately 10 amperes per square foot. 

A 35 is at least 99.5% pure nickel and the second layer of copper 

7. The method of claim 6 wherein the first layer of nickel 

the initial thickness of the second layer of copper is up to 

the remaining thickness of the second layer of copper is 

at an initial 

define the Sensor 28 and nickel/copper lead pattern 6 ,  The method of claim 1 wherein the first layer of nickel 
temperature was between l2O0 and 1500 

is at least 99.5% pure copper. 

is up to 2500 angstroms thick; 

1000 angstroms thick; and 

up to 5 micrometers thick. 

the specification and defined in the following claims. * * * * *  


